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PX-3 
Blackening Salts For Stainless Steels 

# SF22613  
 
 

The PX-3 process has been designed to produce a durable, deep black finish 
on stainless steels, cast and malleable irons. 
 

It is a fast, single tank bath operating at a relatively low temperature for this 
type of process. The solution is more fluid than conventional blacking 
processes thus significantly reducing drag-out losses. Ideal for hand tools, 
automotive components, aircraft panels etc. 
 
 

1. Solution Composition 
PX-3 Blackening Salts SF22613  500 g/l 

 
 
Caution : Eye protection and safety clothing must be worn when making up a 
PX-3 bath. 
 

Start with 10 to 15 cms of cold water in the tank and slowly add PX-3 salts 
with stirring until no more will dissolve.  (As the salts dissolve they generate 
considerable heat and this first low level make-up will allow expansion space 
in the tank for initial foaming and boil up).  Next, add sufficient cold water to 
raise the level of the solution to within 15 cms of the top of a small tank and 20 
cms off the top of a large tank.  Slowly add the remainder of the salts with 
stirring and when they have dissolved, heat the solution until it comes to the 
boil. 
 
Record the temperature with an accurate thermometer. 
If the solution boils above 120oC add water slowly and carefully to lower the 
concentration and boiling point. 
 
If the solution boils below 120oC add PX-3 Salts SF22613 in small quantities 
to raise the concentration and boiling point. 
 
2. Operating Conditions 
 
Temperature The solution may be operated at a boiling point of 120 to 

126oC. 
 

Time 5 to 10 minutes depending on the type of alloy being 
processed. Do not allow work to remain in the solution 
any longer than necessary. 
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3. Maintenance 
 
Solution is lost through drag-out and water is lost through evaporation. The 
solution should be maintained at constant volume and boiling point by the 
addition of PX-3 salts and water. Maintenance additions can be made at any 
time providing there is no work being processed. The correct ratio between 
salts and water is critical and maintenance must not be neglected. 
 
Addition of PX-3 Salts 
This is required when the boiling point is low.  Salts should be added very 
slowly, with stirring, to prevent boil over until the boiling temperature rises to 
the operating level.  If the volume of the tank is low due to drag-out losses, 
estimate the volume loss and add 500 g/l of PX-3 Salts.  Finally, correct 
boiling point with water if required.  If the volume is high and the Boiling point 
is low, it is better to allow water to evaporate to restore the boiling point and 
lower the volume. 
 
Addition of Water 
Water is required when the boiling point is high and the volume is low.  Water 
should always be added very cautiously to a PX-3 bath by running it slowly 
down a corner of the tank.  Because of the high temperature some sputtering 
may occur and a splash guard or shield may be placed to cover the corner. (If 
the operator is inexperienced, it is preferable to cool the bath to 100oC before 
diluting it and then raising the temperature again). The addition of water 
should continue until the boiling temperature is correct.  If the volume is too 
high before the correct boiling point is reached, due to over addition of salts, 
some solution must be taken out of the tank. Do not add water below the level 
of the solution - an explosion could result. 
 
 
4. Operating Sequence 

 
Articles should be carried in iron or steel baskets or racks, hung on iron hoods 
or wired with soft iron wire. Do not use stainless steel or Monel for fixtures. Do 
not treat aluminium, cadmium, copper, tin, zinc or other reactive metals. 
 
(a) If possible a pre-cleaning with a light sand or shotblast before going 

through the operations below will be helpful, although not mandatory. 
 
(b) Clean articles in a hot alkaline cleaner such as Activax SF24102. 
 
(c) Rinse in clean, cold water. 
 
(d) Acid etch  (i) for 18-8 and 300 series stainless steel. 10 to  

 20% by volume sulphuric acid at 93oC for 
30 seconds to 1 minute. 
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(ii) For chromium type stainless steels, 400 

series stainless steels, cast and malleable 
irons.  50% by volume hydrochloric acid at 
room temperature for 30 seconds to one 
minute. 

 
 
(If the type of stainless steel is not known, it will often be possible to decide 
whether to etch in sulphuric or hydrochloric acid by testing the magnetic 
properties of the metal.  Magnetic stainless steels should usually be etched in 
hydrochloric acid, while non-magnetic stainless steels are etched in sulphuric 
acid). 
 
(e) Rinse immediately in cold, running water and transfer with minimum 

waiting to the blackening solution. 
(f) PX-3 Blackening Solution.  Do not allow work to remain in any longer 

than necessary.  Solutions must be boiling before work is immersed. 
 

(g) Rinse thoroughly in clean, cold water.  Also, be sure to rinse any 
remaining salts from fixtures and baskets. 

 

(h) Immerse in a dewatering oil, heavy oil or wax, depending on the final 
use of the articles and the corrosion resistance required e.g. 
MacDermid plc Rust Preventative DW Blacking SF24603. 

 

 
5. Equipment 
 
Tanks, fixtures, pipes, heaters and extraction hoods should be constructed 
from mild steel only. All joints and seams should be welded. Stainless steel or 
Monel, will interfere with proper blackening. 
 
It is recommended that efficient fume extraction is fitted. Heating may be by 
gas burners under the tank or by steel steam coils or steel clad electric 
immersion heaters. 
 
Temperature control is critical and a direct reading dial type thermometer is an 
advantage. A volume level indicator is also recommended to avoid guesswork 
in maintenance. 
 
6. Safety In Handling And Use 
 
Refer to relevant Material Safety Data Sheets. 
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7. Effluent 
 
It is recommended that waste water treatment is carried out to conform to the 
specific requirements of the local authority.  Advice on how to meet these 
requirements, once known, can be obtained from MacDermid plc.   
 
 
 
 
 
Disclaimer 
Any information given here relating to Health & Safety should be regarded as general advice and is not 
to be regarded as comprehensive or definitive. 
 
Every user should also be in possession of Safety Data Sheets for each individual product/chemical 
used. These are available for all products sold by MacDermid plc. 
 
The Safety Data Sheet contains the definitive advice. 
 
All statements, information and data contained herein are published as a guide and although believed to 
be accurate and reliable (having regard to the manufacturers practical experience) neither the 
manufacturer, licensor, seller nor publisher represents or warrants, expressly or implied (1) their 
accuracy / reliability (2) that the use of the product(s) will not infringe third party rights (3) that no further 
safety measures are required to meet local legislation.  All sales by the manufacturer/seller are based 
on their respective conditions of sale available on request. 
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